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ALASKAN COPPER WORKS | ALASKAN COPPER WORKS
3200 FACILITY | 3200 FACILITY
JANUARY 3, 1996 JANUARY 4, 1996
M51793 COMPOSITE M51832 COMPOSITE
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r VISUAL REPRESENTATION OF LAB RESULTS T
CHROME ~COPPER  NICKEL ZINC CHROME COPPER  NICKEL ZINC
- RESULTS 0.49 0.81 0.50 0.10 RESULTS 0.96 1.00 1.40 0.09
LIMITS 275  3.00 2.50 2.61 : LIMITS 2.75 3.00 2.50 2.61
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ALASKAN COPPER WORKS
3200 FACILITY
JANUARY 11, 1996
M51907 COMPOSITE

ALASKAN COPPER WORKS
3200 FACILITY
JANUARY 5, 1996
M51841 COMPOSITE

{ VISUAL REPRESENTATION OF LAB RESULTS |

CHROME - COPPER NICKEL ZINC CHROME - COPPER NICKEL
RESULTS 0.91 ~.1.00 0.82 0.05 RESULTS 0.69 0.78  0.54
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50
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ALASKAN COPPER WORKS
3200 FACILITY
JANUARY 18, 1996
M71392 COMPOSITE
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ALASKAN COPPER WORKS
3200 FACILITY
JANUARY 25, 1996
M71436 COMPOSITE

[ VISUAL REPRESENTATION OF LAB RESULTS |

CHROME  COPPER NICKEL ZINC
RESULTS 0.81 - 0.86 0.65 0.06
LIMITS - 2.75 3.00 2.50 2.61

CHROME — COPPER NICKEL

RESULTS 0.47 0.53 0.34

LIMITS 2.75
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